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KET QUA THU NGHIEM

TEST RESULT

1. Tén méu thir: T4m lop chdng dot KLIP PU
Sample: (Javta 2 song, PU=50/91mm)
2. Khach hang: Cong ty co0 phan vat li¢u xay dung TYT Viét Nam
Customer:
3. S6 lwgng miu: 01 4. Tinh trang miu: Moéi, Chua qua stir dung
Quantity: Samble observation: New, Unused
5. Ngay nhian miu: 19/03 /2020 6. Ngay thir nghiém:  25/03 /2020
Reception date: Test duration:
TT Tén chi tiéu Pon vi ;:,l‘;ﬁg& Két qué
No Specifications Unit B b th0dis Standard level
1 | Thir chay bing soi diy néng dé & 700°C Yéu céu cua Khéng bit lira
Glow-wire test at 700 °C khach hang No flame
(Ghi chu: Thir chay cho phin PU/ Fire test for Customer’s
PU part) requirement
IEC 695-2-
1/2:1994
Hinh dnh/ Pictures:

TRUONG PHONG THU NGHIEM
PIEN, PIEN TU VA HIEU SUAT NANG LUQNG
Chief of Electric, Electronic & Energy efficiency Testing Lab

/

Pang Thanh Tung

PHO GIAM pOC

Ny Ngpoc Chiim

1. Phiéu két qua ndy chi cé gid tri di véi mdu thir do khdch hang dea t6i.
This test results is value only for samples taken by customer.
Khong duoc trich sao motphan két qua nay néu khong duoc s dong\ cua trung tam Ky thudt 1.
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